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Explanatory notes: 

Manufacturers claims for some material to withstand up to 
750ºC. What is the maximum temperature that should be 
permitted for these materials? 
 
 
Where temperature exceeding 230ºC are accepted, the test report 
should refer to note 6  special materials- with the annex 
identifying the material and the material manufacturer’s  claim. 
 
 
See OSM/IN 059.  
1)  Decision transferred from EN 60730-1:1991. 
 
 
 
 
 
 
 
 
 
 
 

 


